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ABSTRACT: Leakage is a common complication of surgeries and injuries, causing pain and
increasing the economic burden on patients. Although there are commercially available sealants
for leakage prevention, few of them are entirely satisfactory due to disease transmission, high
cost, and poor biocompatibility. In addition, none of them can be controllably removed for
further healthcare. In this paper, by using cohesion design, a sealant based on amino-modified
gelatin (AG) and bi-polyethylene glycol N-hydroxysuccinimide active ester (Bi-PEG-SS) was
fabricated. To increase the bursting pressure, the cohesion strength was enhanced by increasing
the cross-linking density of the sealant. To endow the sealant with controllably dissolvable
properties, the smart succinic ester units were introduced into the cohesion network. Both the
in vitro and in vivo experiments showed that this sealant processed high bursting pressure with
e(cient hemorrhage control. Moreover, no side e*ects were observed after 7 days of in vivo
sealing, including little inflammation and fibrogenesis. These results, together with the easy
availability of the raw materials, revealed that this sealant might be a promising alternative for leakage sealing.
KEYWORDS: sealant, controllable dissolution, succinic ester, bioadhesive, NHS−ester

■ INTRODUCTION
Leakage is a common complication of surgeries and injuries.1,2

For example, post-operative bleeding is a leakage of blood and
is of high risk in various surgical procedures.3 In the field of
obstetrics and gynecology, catastrophic bleeding has become
the main source of morbidity and mortality for women
su*ering from placenta accrete spectrum, and sometimes
hysterectomy has to be performed to stop the bleeding.4,5 After
lung resections, the incidence of air leakage was reported to be
around 50% not only causing suboptimal pain control, nausea,
and vomiting but also resulting in a financial cost of
approximately €39,000 per patient.6 Moreover, cerebrospinal
fluid leakage and gastric fluid leakage also lead to pain and
death.7 As a result, e*ectively sealing the leakage is extremely
important in the clinic. By 2027, the global market for tissue
sealants and hemostats will grow beyond $10 billion.3,8

However, the commercialized sealants are still far from
satisfactory. Fibrin glue, multiarmed-poly(ethylene glycol)
(multiarmed-PEG), and Albumin-based sealants are the
primary commercially available sealants. Fibrin-based sealants,
made of fibrinogen and thrombin, are the most widely used
ones in the clinic. However, they are derived from blood with
the potential risk of transferring blood-relevant diseases, and
the limited source further increases the cost.9 There were
reports that Fibrin glue caused severe allergic reactions from
minutes to days after application.10,11 Multiarmed-PEG-based
bioadhesives include Coseal and Duraseal.12,13 Although they

showed high bursting pressure with high sealing e(cacy, the
cost of the multi-armed-PEGs increases the economic burden
on the patients.14,15 Another widely used sealant is the
Albumin-based one, which is Bioglue. Bioglue showed
extremely high bursting pressure among the commercialized
sealants. However, the cross-linking of Bioglue involved 10% of
toxic glutaraldehyde and caused complications such as
inflammation, nerve toxicity, and tissue necrosis.16,17 Besides,
Bioglue was much sti*er than human soft tissues, restricting
normal physiological vascular dilatation and leading to
pseudoaneurysms.18 Easy removal of sealants is also an
important property in need of wound re-exposure because
traditional mechanical debridement easily leads to second
tissue injuries and causes pain to patients.19,20 However, none
of the commercialized sealants express controllably removable
properties.
Gelatin is obtained from collagen by controlled hydrolysis,

which has similar biological properties as collagen, like
supporting cell migration, proliferation, and adhesion.21

Although with similar functions, collagen use is always
concerned with an antigenic response because of its helical
structure and the aromatic radicals formed by the high content
of tyrosine, tryptophan, and phenylalanine.22 On the contrary,
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gelatin has low antigenicity with low cost and easy
availability.23 Besides, it has good solubility in water, making
it a good component for hydrogel fabrication.24 There are
many gelatin-based sealants. However, most of them are cross-
linked with toxic cross-linking agents, like glutaraldehyde,
formaldehyde, and genipin.25−28 Moreover, none of them were
reported to have controllable dissolution abilities.29,30

N-Hydroxysuccinimide-based active ester (NHS−ester) is a
cross-linking agent for amino-contained polymers, processing
fast reactions with amino groups without particular catalysis
and conditions.31 It was used to fabricate sealants with
adhesion to tissues. Generally, multiarmed-PEG−NHS ester
was used to cross-link amino-contained polymers for
manufacturing sealants because they can form a denser cross-
linking network.32 However, the high price of those cross-
linkers further limits their wide applications among patients.14

Instead of multiarmed-PEG−NHS, we previously used a Bi-
PEG−NHS ester to fabricate bioadhesives with gelatin (SEgel)
for post-operative anti-adhesion.33 Compared with traditional
multiarmed-PEG−NHS ester, Bi-PEG−NHS ester is more
cost e*ective. However, the relatively low cross-linking density
formed by the Bi-PEG−NHS ester prevents SEgel’s
applications in sealing leakage.
Cohesion design plays a vital role in fabricating sealants. For

sealing leakage, a sealant is expected to have high cohesion
strength.34 Besides, by the design of cohesion strategies,
functions like removability can be introduced into the sealant
systems.35,36 Hence, in this work, by cohesion design, a new Bi-
PEG−NHS ester and gelatin-based sealant were developed
with high bursting pressure and controllably removable
properties (Scheme 1). To increase the cross-linking density
of SEgel, gelatin was modified with more amine groups (AG)
and later cross-linked with the Bi-PEG−NHS ester to form
SEAgel with higher cohesion strength. To endow SEAgel with
controllable removable properties, succinic ester, which is
controllably erased by the cysteamine solution (CA), was
introduced into the cohesion formation using Bi-PEG−
succinimidyl succinate (Bi-PEG−SS) as the NHS ester,
inspired by our previous work.20 It is hypothesized that
SEAgel with higher cross-linking density and smart dissolvable
units will demonstrate high bursting pressure and controllably
dissolvable properties, o*ering a new alternative to leaking
prevention after surgeries.

■ EXPERIMENTAL SECTION
Synthesis of AG. AG was synthesized according to previous

reports.37 To avoid the potential side reactions, gelatin (Type A,
Sigma-Aldrich, 10 g) and ethylenediamine (16 mL) were first well
mixed in phosphate-bu*ered saline (PBS) (pH = 5, 100 mL) at room
temperature. The pH of the solution was adjusted to 5 when it
becomes apparent. Then, EDC (4.6 g) was added to the mixture. The
mixture was stirred for 24 h, dialyzed with deionized water for 3 days,
and finally, AG was obtained by freeze-drying. The structure of the
compound is determined by 1H NMR measurements.
Preparation of SEAgel and SEgel Hydrogel. 25% SEAgel

solution was prepared by dissolving AG in the PB solution of pH 9 at
60 °C. 15% Bi-PES−SS solution was prepared by dissolving Bi-PEG−
SS in the PB solution of pH 4 at room temperature. Then, 25% AG
solution was mixed with 15% Bi-PEG−SS solution in equal volumes
at room temperature to obtain SEAgel. SEgel was prepared using the
same method as above. The prepared sealants are freeze-dried for
scanning electron microscopy (SEM) observation.
Gelation Time Measurements. The gelation time was

determined by the vial tilting method. At room temperature, 25%
SEAgel solution and 15% Bi-PEG−SS solution were injected into a

vial (inner diameter 10 mm). The time at which there was no flow
when inverting the vial was the gelation time.
Compression Test. For the compression test, the SEAgel was

prepared in a cylindrical mold (diameter 10 mm, height 10 mm).
Then, the compression study was carried out using a universal tension
machine (CMT1103, SASCK, China). Before testing, the size of the
hydrogel was measured by digital calipers. The rate of compression
testing was 10 mm/min. The SEgel was used as the control. (n = 5)
Adhesion Strength. 1 × 2 cm pigskin strips were prepared. 20 μL

of SEAgel was applied on one side of the skin, and another piece of
skin was overlapped with a contact area of 1 cm2. The contact surface
of the pigskin was pressed by a weight of 500 g for 10 min to
minimize the thickness of the sealant, followed by a lap-shear test
using a universal tension machine with a speed of 10 mm/min. (n =
5)
Swelling Ratio and Gel Fraction. SEgel and SEAgel with a

volume of 600 μL were prepared and put in a 10 mL centrifuge tube
with PBS (pH 7.4). The tubes were kept at 37 °C overnight. Before
measuring the swelling ratio (SR), excess PBS on the surface was
carefully wiped o* (n = 3). The SR for the hydrogels was obtained
according to the following equation

W W WSR(%) ( )/ 100%t 0 0= [ ] ×

where Wt represents the weight of the expanded hydrogel in the
solution after incubation for a whole night of incubation and W0
represents the initial weight of the hydrogel before it was put into the
PBS solution.
For the gel fraction test, after preparing the hydrogel, each sample

was freeze-dried. The lyophilized product was carefully weighed and
then put into PBS (pH 7.4) at 37 °C for 6 h. After that, the sealants
were lyophilized and weighed again. The gel fraction for the hydrogels
was obtained according to the following equation

W Wgel fraction ( / ) 100%b a= ×

Scheme 1. Schematic Showing Fabrication and Application
of SEAgel with Enhanced Cohesion Strength and
Controllably Dissolvable Propertya

aBy modifying gelatin with more AG, SEAgel has a denser network,
potentially sealing di*erent leakage, including bleeding and leakage in
the intestine, stomach, and lung. Besides, succinic ester units are
introduced into the cohesion formation. Because cysteamine can
accelerate the cyclic degradation of succinic ester, endowing SEAgel
with controllably dissolvable property.
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whereWb represents the weight of the lyophilized hydrogel after being
soaked and expanded in the PBS solution and Wa represents the
weight of the initial lyophilization of the hydrogel. In this part, each
test was repeated four times.
Amount of Blood Absorption. SEgel and SEAgel with a volume

of 300 μL were prepared and put in a 10 mL anticoagulation tube
with 3 mL blood. The tubes were kept at 4 °C for 12 h. Before
measuring the weight, excess blood on the surface was carefully wiped
o* (n = 3). The amount of blood absorption for the hydrogels was
obtained according to the following equation

W Wamount of blood absorption(g/g) ( / )a 0=

where Wa represents the weight of the expanded hydrogel in the
blood after incubation for 12 h incubation and W0 represents the
initial weight of the hydrogel before it was put into the PBS solution.
Bursting Pressure. 3 × 3 cm pigskin was used to test bursting

pressure, and a hole with a diameter of 3 mm was created in the
center. The sealant was applied on the surface with a syringe and set
aside for 10 min to form a prototype gel with a diameter of 15 mm
and a thickness of 1 mm. The pigskin was then placed on the
measuring instrument. The pressure was obtained by using a syringe
pump at a speed of 5 mL/min. Maximum pressure was recorded at
each sealant rupture. Fibrin glue was used as the control. (n = 6)
Torsion Experiments. Torsion experiments were used to verify

the adhesion stability of the sealant on the skin. Briefly, the SEAgel
was applied in situ on the surface of the pigskin by a syringe, and then
the torsional stress in di*erent directions was applied to the pigskin to
test the stability of the hydrogel on the skin.
In Vitro Controllable Dissolution. The hydrogel was prepared

in a cylindrical mold (diameter 10 mm and height 7 mm) and then
immersed in 5 mL of CA (5 wt %). Before the hydrogel was
completely dissolved, the morphological size of the hydrogel and the
time of complete dissolution were recorded.
In Vitro Erasable Test. An oval hole was created on the surface of

the pigskin, and the sealant was formed in situ in the hole. A swab
soaked with the CA (5% wt) solution was used to wipe the sealant.
Cell Toxicity Tests. NIH3T3 cells was cultured at 37 °C, 5% CO2

and approximately 1 × 104 cells per well were seeded in a 96-well cell
culture plate. SEAgel (200 mg) was put in a fresh cell culture medium
(10 mL) overnight (12 h) to obtain the leaching content (1×) and
diluted into di*erent concentrations (10×, 100×, and 1000×). SEAgel
(1 g) was put in fresh cell culture medium (10 mL) until complete
degradation to obtain degradation content and diluted into di*erent
concentrations (20, 2, 0.2, and 0.02 mg/mL). The culture medium
was replaced by a series of concentrations of leaching content and
degradation content diluted with the corresponding culture fluid.
After 24 and 48 h, cells were washed by PBS for 3 times, 10% CCK-8
solution was added into each well, and the absorbance value of the
sample solution was detected at 450 nm. Co-culture with SEAgel (5,
10, and 20 mg) is performed in a 24-well cell culture plate (2 × 104
cells/well), and the rest steps are the same as above.
Liver Hemostasis Test. All SD rats used in hepatic hemostasis

tests were 100−140 g. First, the rat was deeply anesthetized and the
liver lobe was exposed, filter paper was put under it. An incision (5 ×
3 mm) was made on the surface of the liver lobe with a scalpel blade,
and blood was observed to ooze from the incision. We used a syringe
to apply SEgel and SEAgel. Fibrin glue and non-treatment (Control)
treatment was also tested. Before SEgel and SEAgel were applied,
their precursors were pre-mixed in a single-syringe and 15 s later,
SEgel and SEAgel were applied on the wounds. The starting time of
the bleeding was the time when the injury was created. The bleeding
time was recorded. Then, filter paper was removed and weighed, and
the weight changes of the filter paper represents the di*erent bleeding
volume between the control and experimental group. After hemo-
stasis, the liver was put back and the abdominal incision was sutured.
The wounds without any treatment were used as the control. A week
later, the rats were sacrificed and the liver incision was checked. The
tissues were collected and H&E and Masson staining were performed.
(n = 7)

Enzyme-Linked Immunosorbent Assay for Determining
Serum Antibody Responses. The enzyme-linked immunosorbent
assay (ELISA) experiments were carried out following previous
reports with minor modifications.38 First, SD rats (100−140 g) were
immunized with SEAgel, SEgel, and Fibrin glue by applying them into
the liver incisions. 7 days post-surgery, 2 mL of blood was collected
from each rat. The blood was allowed to clot at 4 °C for 2 h. Then,
the serum was obtained by centrifugation (2000 rpm, 4 °C, 20 min)
and stored at −80 °C. Further experiments were done with those
serums. To test the response, a 96-well immunoplate was coated with
SEAgel, SEgel, and Fibrin glue (500 ng/mL) in 1 × bicarbonate bu*er
(pH 9.6) and incubated overnight at 4 °C (60 μL/well). Rat IL-6
protein (USCN Life Science, Wuhan, China) was taken as the
positive control, which also coated the plate at 500 ng/mL. Then, the
plate was washed with 1 × PBS (pH 7.4) containing 0.05% Tween 20
three times with a 5 min interval. Next, the plate was incubated with
100 μL of blocking bu*er (5% BSA in wash bu*er) for 3 h at room
temperature followed by three times washing. Sera were serially
diluted into blocking bu*er from a 1:80 to 1:1280 ratio. The rabbit
anti-rat IL-6 antibody (Bioss, Wuhan, China) was used as the positive
control, and serial dilution was prepared as in the serum. 100 μL of
each antibody dilution was added to the corresponding coated well in
triplicate and incubated at 4 °C overnight. The next day, the serum
was discarded and the plate was washed three times, and then goat
anti-rat IgG conjugated with HRP (Boster Co, Wuhan, China) was
added to each well in 5000:1 dilution (100 μL/well) and incubated at
room temperature for 3 h. Goat anti-rabbit IgG conjugated with HRP
(Boster Co, Wuhan, China) was taken as the positive control, which
was also added to each well in 5000:1 dilution (100 μL/well). After
incubation, the secondary antibody was discarded, and the plate was
washed three times with washing bu*er. Then, 200 μL of 1 × TMB
substrate was added to each well and incubated for 2 min followed by
the immediate addition of 50 μL of 1 M H2SO4 as the stopping
solution. Finally, the absorbance value of the sample solution was
detected at 450 nm.
Real-Time Polymerase Chain Reaction. This experiment was

carried out following previous reports.38 Interferon-gamma (IFN-γ)
mRNA expression level was quantified by real-time polymerase chain
reaction (PCR). SD rats with incisions were treated with PBS, SEgel,
SEAgel, and Fibrin glue. Seven days later, livers from each group were
collected in liquid nitrogen. Livers of untreated SD rats were taken as
the control. 50 mg liver tissue was grinded and RNA were extracted
using a RNAeasyTM Animal RNA Isolation Kit with Spin Column
(Beyotime, China). The RNA was reverse-transcribed to obtain the
cDNA using the PrimerScriptRT Master Mix (Takara, Japan). Then,
the expressions of IFN-γ mRNA were analyzed using a real-time PCR
system (Biorad, America) with the SYBR Green detection method.
Primers used for RT-PCR were listed as follows: IFN-γ: (F)5′-
G G C A A A A G G A C G G T A A C A C G - 3 ’ ( R ) 5 ′ -
TCTGTGGGTTGTTCACCTCG-3′, Actin: (F) 5′-CCCGCGAG-
TACAACCTTCTT-3’ (R) 5′-CCATACCCACCATCACACCC-3’.
All primers were synthesized by Tsingke Biotechnology Co. Ltd
(Beijing, China). All experiments are repeated three times.
Gastric Leak Prevention Test. The gastric tissue used for the

test was taken from SD rats. One side of the stomach was sealed with
sutures. A hose was inserted from the other side to connect to the
syringe. A 2 mm incision was made on the surface of the stomach.
Then, SEAgel was applied on the incision. Five minutes later,
methylene blue solution was injected with a syringe to see whether
there was a leakage. After the test, the gastric tissue coated with a
hydrogel was fixed, dehydrated, and freeze-dried. SEM was further
used to check the interface.
Pulmonary Leak Prevention Test. The gastric tissue used for

the test was taken from SD rats. The intact lungs of rats were removed
and the trachea was left as long as possible. An animal breathing
machine was used to mimic the breathing process of rats. An incision
was made on the surface of the lungs. By placing the lung tissue in
water, air bubbles can be observed at the incision. Then, SEAgel was
injected in situ at the incision with a syringe. Five minutes later, it was
again put back into the water to see if there were still bubbles at the
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incision site. After the test, the part of the gel that adhered to the
tissue was fixed, dehydrated, and freeze-dried. SEM was further used
to check the interface.
Intestine Antileakage Test. The intestine was obtained from a

New Zealand white rabbit. One side of the large intestine was closed
with sutures and the other side was connected to a syringe. A 2 mm
incision was made on the surface of the intestine to create the leakage.
SEAgel was applied in situ on the incision. 5 min later, methylene blue
solution was injected into the large intestine and the leakage was
checked. After the test, SEM was further used to check the interface.
Cephalic Artery Hemostasis Test. The New Zealand white

rabbit was used to build a massive hemorrhage model. After the rabbit
was anesthetized, the cephalic artery was exposed and punctured with
a 23G needle. After wiping the blood on the surface by gauze, in
di*erent rabbit surgeries, the SEAgel, SEgel, and Fibrin glue was
injected in situ at the puncture site immediately. We checked whether
the bleeding site was blocked and if there was still bleeding after 5
min. Ten minutes later, the wounds were sutured, and the vital signs
of the rabbit were observed. After 7 days, the rabbit was sacrificed, the
artery was checked, collected, fixed, and H&E and Masson staining
procedures were carried out.
Heart Bleeding Experiments. The bleeding was caused by 18G

needle with high-pressure blood expulsion. When the needle was
removed, bleeding was still observed. Then, SEAgel was applied on
the blood hole and the bleeding was visually checked.

Statistical Analysis. The data are presented as means ± standard
deviation (SD). The statistical analyses between di*erent groups were
determined with Student’s t-tests. A value of p < 0.05 was considered
as statistically significantly di*erent (*p < 0.05, **p < 0.01, ***p <
0.001).
Ethics. All the animal studies were carried out in accordance with

Xi’an Jiaotong University Ethics Committee on the use of Animals in
Research and Teaching.

■ RESULTS AND DISCUSSION
First of all, AG was obtained by modifying gelatin with
ethanediamine following the reported procedures.37 After
modification, the nuclear magnetic resonance (NMR) test
showed two new peaks at 3.3 and 3.05 ppm belonging to the
CH2 groups of succinic units, proving that ethanediamine was
successfully grafted to the main gelatin chain (Figure 1a,b).
Then, AG was mixed with Bi-PEG−SS to form the sealant
SEAgel with succinic ester units as the controllably dissolvable
part. The gelatin without modification was also mixed with Bi-
PEG−SS as the control (SEgel). The gelation time for SEgel
was 51.0 ± 7.3 s, while it was 42.5 ± 6.4 s for SEAgel (Figure
1c). A higher gelation speed was observed for SEAgel because
the content of reactive functional groups increased.

Figure 1. Synthesis and characterization of SEgel and SEAgel. (a,b) AG was obtained by modifying gelatin with ethanediamine (a) and NMR
spectra di*erences between gelatin and AG were presented (b). (c) Gelation time of SEgel and SEAgel. (d) Gel fraction of SEgel and SEAgel. (e)
Picture showing that SEAgel was more transparent than SEgel. (f) SEM results of SEgel and SEAgel (scale bar = 20 μm). (g) SR of SEgel and
SEAgel. (h) Blood absorption ability of SEgel and SEAgel.
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After modification, the cross-linking density was supposed to
be higher, leading to a more integral network. To verify that,
the gel fraction test was carried out. The gel fraction is defined
as the weight ratio of the dried network polymer to that of the
polymer before being washed by the solvent. Figure 1d shows
that SEAgel had a gel fraction of 88.4 ± 2.0%, significantly
larger than that of SEgel 60.7 ± 1.3%. A more significant gel
fraction means that SEAgel has a more intact network,
contributing to a strong cohesion strength. It was also
surprising to find that SEAgel formed with a more transparent
gel state, demonstrating a more homogeneous network

structure, which is suitable for achieving a solid cohesion
strength (Figure 1e).39 The denser network was further proved
by the SEM images, showing that SEgel has a loose porous
structure with an irregular pore size (Figure 1f). However, for
SEAgel, SEM demonstrated a denser network and more
uniform system. It was also observed in SEM that SEAgel
showed a thinner and more consistent texture while that for
SEgel was thicker with nonuniformity, which might explain
why the SEAgel was more transparent when compared with
SEgel.39,40 The swelling test was later carried out, illustrating
that SEAgel (340.6 ± 34.9%) expressed a significantly larger

Figure 2. Bursting performance of SEgel and SEAgel. (a) Schematic showing two ways of bursting after the sealing. The first one is the adhesion
failure, in which case increasing the bonding strength will increase the bursting pressure. The second one is the cohesion failure, in which case
increasing the bulk strength will increase the bursting pressure. (b) Picture (b1) and result (b2) of the lap shear test. (c) Picture (c1) and result
(c2) of the compression study. (d) Bursting pressure test. (d1) Schematic showing the bursting pressure testing. (d2) Picture showing that
cohesion broke for SEgel during the bursting pressure test. (d3) Bursting pressure test result. (d4) Picture showing that cohesion broke for SEAgel
during the bursting pressure test. (e) Schematic showing the bursting pressure is related to both cohesion and adhesion.
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SR than that of SEgel (93.2 ± 6.0%) (Figure 1g). We deduce
this happened because the electrostatic attraction between
amino groups and carboxyl groups (SEgel) changed into
electrostatic repulsion after the modification, leading to a
bigger swelling of SEAgel. For sealants, a big SR is sometimes
needed to absorb more tissue fluids to help concentrate the
blood coagulation factor or do good nutrient exchange and
metabolic waste transfer.34 Figure 1h shows that within the
same time, SEAgel absorbed more blood when compared with
SEgel, showing its advantages in hemostasis. However, the
large SR might press the surrounding brittle tissues, thus
limiting the applications of SEAgel in some sensitive tissues,
like nerves, and so forth.
The bursting pressure is the decisive feature for sealants, and

the overall sealing behavior is decided by the adhesion
strength, which is the bonding between tissues and sealants,
and cohesion strength which is the bulk strength of the
sealants.34,41 It is preferred that the larger the bursting pressure
is, the better its sealing e(cacy is. After sealing, there are two
basic ways for leakage (Figure 2a). One is the breakage of the
adhesion area between sealants and tissues, meaning the
adhesion failure. In this case, increasing the bonding strength
will improve the bursting pressure performance. The second
breakage is the bulk breakage, indicating the cohesion failure.
In this case, increasing the cohesion strength will lead to a
higher bursting pressure. To demonstrate the adhesion
strength and cohesion strength, lap shear and compression
tests were carried out. First, the lap shear tests were designed
following ASTM F2255-05. We pressed the testing strip hard
after overlapping two tissue strips to minimize the cohesion
influence on the testing. It was hypothesized that in this
situation, the adhesion strength indicates the bonding strength
between sealants and tissues. It was found in Figure 2b that
SEgel and SEAgel showed similar adhesion strength without

significant di*erence (8.0 ± 3.5 kPa for SEgel and 9.7 ± 4.3
kPa for SEAgel). The adhesion performance was mainly
ascribed to the reaction between the NHS-ester and AGs from
tissue proteins. Similar adhesion strength proves that
modification did not a*ect the bonding strength between
tissues and the sealants. However, the compression test
illustrated that at a similar strain, the mechanical strength for
SEAgel significantly increased compared with that of SEgel,
showing a significantly increased cohesion strength (Figure
2c). Later, the bursting pressure test was carried out following
ASTM F2392-04 (Figure 2d1). For SEgel, the bursting
happened at the center, showing that SEgel underwent
cohesion failure during the test (Figure 2a,d2). Therefore,
according to the discussion, it was hypothesized here that
increasing the cohesion strength would lead to a higher
bursting pressure. Figure 2d3 shows that the average bursting
pressure was 133.2 ± 21.4 mmHg for SEgel, and it reached
294.3 ± 22.5 mmHg for SEAgel, while the commercialized
Fibrin glue had a bursting pressure of 39.5 ± 10.4 mmHg. The
results illustrated that the cohesion increase indeed improves
the sealing performance. In fact, for SEAgel, the bursting still
happened at the center of the gel, proving that even for SEAgel,
it underwent cohesion failure (Figure 2a,d4). As discussed
before, in this situation, increasing the cohesion strength will
still improve the final bursting performance. To better visualize
the whole concept of our design, the entire process was
simplified by using the Cannikin Law (Figure 2e). The
adhesion strength and cohesion strength may be the two-
halves of the buckets deciding the amount of inside “water”,
which is bursting pressure here. After modification, the
cohesion strength significantly increased, leading to an
increased bursting pressure. However, it was shown in our
experiments that for SEAgel, the cohesion still broke first
during the process, proving that further expansion of the

Figure 3. Results of using SEAgel to seal the stomach, intestine, and lung. (a) SEAgel sealed leakage of the rat stomach. (b) SEAgel sealed leakage
of the rabbit intestine. (c) SEAgel sealed the leakage of the rat lung. When the lung was connected to a breath machine and immersed in water,
there were no bubbles observed for SEAgel and the pressure reading on the screen did not decrease during the test. Those incisions were 2 mm in
length. (d) SEM images showing the interface between SEAgel and di*erent tissues, including the stomach, intestine, and lung.
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cohesion strength may further enhance the bursting pressure
performance of this system.
To illustrate the universality of this sealant, incisions (2 mm

in length) on the rat stomach, rabbit intestine, and rat lung
were made and SEAgel was then applied. It was shown in
Figure 3a,b that after using SEAgel, no methylene blue solution
came out of the defects when the injection happened. For rat
lung sealing, a breathing machine was connected to the lung
through its respiratory tract. It was found without sealing, there
were a lot of bubbles coming out of the defects when
immersing the lung in the water (Figure 3c). However, after
closing with SEAgel, no bubbles came out, and the reading on
the breathing machine was kept stable at around 24 cm H2O,
showing a good sealing e*ect (Figure 3c). Further, SEM was
applied to analyze the ultrastructural appearance of the surface
of the sealant’s adhesion to di*erent tissues. Figure 3d shows a
closed and e*ective sealing appearance between SEAgel and

various tissues, confirming the tight bonding and successful
sealing.
Another charming property of modern sealants is the easy

removability in the case of second exposure for wound care or
the need to be removed if the sealing fails. This is especially
true when the operation happens in elders who have more
brittle organs and a weakened healing ability. Cohesion
strategies were reported to endow bioadhesives with di*erent
functions, like easy removability, self-healing, and even other
biological functions like antibacterial and antioxida-
tion.19,36,42,43 Hence, in our work, to endow the bioadhesives
with controllable dissolution properties, succinyl ester was
introduced. This unit was formed by using succinic anhydride-
modified Bi-PEG−SS. It was proven in our previous work that
succinyl ester processed a cyclic degradation behavior with
good controllability by using CA, which is an FDA-approved
drug.20 In this work, SEAgel with succinyl ester also showed
controllable dissolution properties. Figure 4a shows that

Figure 4. Controllably removable property and cytocompatibility of SEAgel. (a) SEAgel kept stable under di*erent torsion. (b1) Dissolution of
SEAgel in 5% CA. (b2) Removal of SEAgel using a cysteamine-soaked swab. (c−e) Cell viability result of NIH3T3 cells when co-cultured with
leaching content of SEAgel, SEAgel solid, and degradation products of SEAgel. (f) Live&Dead assay results of NIH3T3 when co-cultured with
leaching content, SEAgel solid, and degradation products (scale bar = 250 μm, n = 6).
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